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Object
Restore smile lost due to tooth injurie in motor vehicle 
accident. Challenge is to keep a papilla of esthetic 
proportions between 2 implants.

Materials and Methods
Extraction with socket shield technique and immediate 
implantation of 2 AnyRidge ø4x13mm. Case finished 
with 2 Lithium disilicate implant crowns and 2 prepless 
veneers on the laterals.

Results
Pictures says more than a thousand words
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The average papilla height we should expect between 
2 implants is 3.4 mm
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Biologic stabillity at connecting parts

Papilla position similar before and after


